http://www.kuonline.in

Roll No. ....ivusen, Total Pages : (16
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TEXTILE CHEMICAL PROCESSING-.
' TT-209-A

“Time : Three Hours] [Méximum Marks : 100

Note : Attempt Five ‘questions in all, sciecting one
question from each Unit. Q. No. 1 is compulsory.
All questions carry equal marks.
. Unit 1

1. (a) - Singeing is done after dyeing in case of :
a (i} Cotton
" (ii) Nyion
(i) Acrylic
(iv) Polyester
tb) Dcsizing is done to remove !
(1) Wax
{ii) Starch
(i1} Impurities
(iv) Surface Dyc
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(1) Tnc vam uaiformity
(11) Inc yarn elongation

(i) Inc yarn modulus

Size is primarily apphed on wa}p y.all_“n.s _td 1
L
|

(iv) Providc protective coating  against!

k
\
abrasion \

The step foliowing desizing is :

(i) Bleaching : o
i

(11) Scouring

(i) Singeing 1.
(iv) Mercerisation i
Kitties are removed is processing in : l\
(1) Desizing
(n} Smgeing

| |
(1) Grey Checking ' !

(iv) Bleaching

.
Souring is done to : L :

{1} Removc lmpunties 1

(i) Neutralise pH. =~ - - E

(iii) Impart Coler
(iv) Impart Lustre

2
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(g) The actlve bleachmg agent in sodium | (k) WQDI s dyecl at a tenlp-erature of
h}quphlunh_z s_olutmn i ' (i}' 5{} —60“(,
() OCr | (if). -80.90°C
(iiy Cl, I (i) 100-110°C
(i) O | (V) 120-130°C |
(v) O | (1) Direct dyes under the normal cbﬁdiﬁnns é.re :
(h) NaOH mainly acts as : (i) Anionic | |
() Bleaching agent | | (ii) Cationic _ |.
(i) Scouring agent (i) Noneionic . |
(i11) Desizing agent - (v) Amphotenc ' | :_
(iv} Mercerizing agent | {m) . Dunng carbomzatmn of wool, the impurities i;."
(i) Degumming of silk is mainly done to removed are 1 - ' [
(i) Add fibroin . (1) Yegetablc' matters -~ .
' (ii) Fatty matters. . . | o -L

(i) Remove fibroin
i) Ad d sericip - - - (m1) Sulphonic acid groups
{iv) Carboxylic acid groups

——r T

~ (iv) Remove sericin
(j) Which of the fcrllowmg dyes is water
"~ soluble ?
(i) Azoic colors
{il) Vat dyes

(iii) Reactive dyes

(n) Which of the foilowing mercerizing machines
add rnaxirﬁii_m. 11151:1'3. to cotton fabrics on
mercerisaﬁon :.' _ | |
(i} Pad-chain
(i) Pad-chainless

SWET T

(iii) Padless-chainless

(tv) Sulphur dyes (iv) None of the above
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(o) Which of the - following: equipments 1is

suitable for continuous bleaching of cotton : |
(i) Kier 5. Discuss the:following

Gi)  J-box - ' (a)" 'Bléaching of Synthetics

(iij) Pad roll machine ' ()  Mercerisation of Cotion. 10+10
. .(iv) Jumbo Jigger _
(p) Which. dye gives best fastness uf cotton ?
(q) Whl{:h dye is used for dyeing of wool ?
-{1') What is thc tcmperature of heat setnng for

- PET ?

| Saponification '-rerﬁovES which type of ails ?

. Unjt TV

6. Discuss the properties and ‘dyeing methods of
dispérsc'-dyeé-"on"fpolyastér fabrics. - .- 20

7. .Expiam rwa pnpular _]ct dyemg maclunes w1th a
ncut skeich uf each.” o - 20

-Unit V -

(s) - | |
@. Name the added impuritics m grey cotion 8. :wnm a dmlled essay on various wet rocesses
~ fabric. ]’QU"'Z“ used for silk. . : 20
Unit 11 9. erite notes on the i‘éllowing : 10410

' (a) * Setting of Wool el

Discuss various singeing methods in.detail. 20 o (b) - Moth Proofing of Wool.

k-

3. Explain scouring of cotton using J-box in detail.

20
Upit 14
. . " L-8358 6 &
4. Write down a detailed essay on heat setting of
Polyester. 20
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